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Photo 1:  The initial breach of the dam occurred along the side of the spillway.  (The spillway wall is the 

closest of the concrete walls shown here.)  The top foot of the detention pond drained out 

through the breach, which began at the bottom right corner of the photo.  Note the grouted 

rock lining of the dam is shown collapsed into the breach.  It was apparently hollow underneath 

and hid the issue from view.  
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Photo 2:  A view of the dam and spillway during the repair of the first breach.  Note that the lake was 

drained an additional foot to reduce flow through the breach and the additional erosion that 

would cause. 

  The second breach occurred immediately to the left of this repair. 

.    
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Photo 3:  On top of the dam, looking south from the cart path.  The June 17 storm re‐opened the breach 

in the dam and exposed a significant hole in the dam.  Water is using this route as its path.  The 

concrete channel (i.e. where the water should be flowing) begins at the right side of the photo, 

and the side wall shown is completely undermined.  The hole shown here is more than six feet 

deep and extends back under the cart path. 




